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Alloy chilled cast iron rolls

Chemical Analysis

Designation of rolls C Si Mn P S Ni Cr Mo
NiCrMo chilled cast iron rolls (1) 2.9/3.6 0.25/0.8 0.211.0 <04 <0.08 0.511.0 0.2/0.6 0.2/0.6
NiCrMo chilled cast iron rolls (I1) 2.9/3.6 0.25/0.8 0.211.0 <04 <0.08 1.0/2.0 0.311.2 0.2/0.6
NiCrMo chilled cast iron rolls (lIl) 2.9/3.6 0.25/0.8 0.2/1.0 <0.4 <0.08 2.0/3.0 0.5/1.5 0.2/0.6
NiCrMo chilled cast iron rolls(IV) 2.9/3.6 0.25/0.8 0.211.0 <04 <0.08 3.0/4.5 0.511.7 0.2/0.6

Physical Properties

Barrel hardness Neck hardness Tensile strength Depth of chilled lager
Designation of rolls
(HSD) (HSD) (MPa) 200 200/250 250/300 300
NiCrMo chilled cast iron rolls (1) 60~70 32~50 >150 12~25 15~30 17~35 20~45
NiCrMo chilled cast iron rolls (II) 62~75 35~52 >150 12~25 15~30 17~35 20~45
NiCrMo chilled cast iron rolls (Il) 65~80 40~55 >150 12~25 15~30 17~35 20~45
NiCrMo chilled cast iron rolls(1V) 70~85 32~45 >150 12~25 15~30 17~35 20~45
Microstructure
Designation of rolls Microstructure
NiCrMo chilled cast iron rolls (I) Pearlite + cementite +ledeburite
NiCrMo chilled cast iron rolls (I1) Fine pearlite + cementite +ledeburite
NiCrMo chilled cast iron rolls (IIl) Sorbite + cementite + ledeburite
NiCrMo chilled cast iron rolls(IV) Sorbite + cementite + ledeburite
Application
Designation of rolls Application
NiCrMo chilled cast iron rolls (1) Section mill, bar mill, wire-rod mill narrow strip mill, finishing stand
NiCrMo chilled cast iron rolls (If) Section mill, bar mill, wire-rod mill narrow strip mill, finishing stand
NiCrMo chilled cast iron rolls (II) Section mill, bar mill, wire-rod mill narrow strip mill, finishing stand, tube stretch reducing mill
NiCrMo chilled cast iron rolls(1V) Section mill, bar mill, wire-rod mill narrow strip mill, finishing stand, tube stretch reducing mill




